TONG CUC TIEU CHUAN DO LUONG CHAT LUONG
TRUNG TAMKY THUATTIEU CHUANDO LUONG CHATLUQNG 3

DIRECTORATE FOR STANDARDS AND QUALITY

Head Office: 49 Pasteur, Q1,HCMC, Viétnam
Tel : (84-8)8294274 Fax:(84-8)8293012
Testing: Bien Hoa Industrial Zone1, Dong nai
Tel : (84-61)836212 Fax :(84-61) 836298

Ngay nhan mau : 17/12/2002

Noigoimiu  : TONG CONG TY XAY DUNG CONG TRINH GIAO THONG 1 -
CHI NHANH TP. HO CHI MINH

135 Nguyén Vin Péu, Q. Binh Thanh, TP. Hd Chi Minh

Phuong phap thir: DIN 1048

Diéu kién thir nghiém:

OUATEST J  QUALITY ASSURANCE & TESTING CENTRE 3 e i
~ ~ 2 2 ~
4188X2XXX/1 PHIEU KET QUA THU NGHIEM 26/02/2003
i Trang 01/02
TEST REPORT ¢
1. Tén méu : CHAT CHONG THAM® :
CONG TRINH: XAY DUNG CAU ONG LANH
HANG MUC: CHONG THAM MAT CAU
2. S6luogng miu  : 01(01 lit)

6.1 May thir d6 khong thAm nudc cua bé tong loai 55 — C0245 — hing Controls — Y, tao ap luc nudc
thir nghiém dén 11 MPa.
6.2 Miu do Trung tdm K§ thuét 3 dic mau, bao dudng va méu c6 kich thude danh nghia
(200 x 200 x 120) mm.
6.3 Viéc xUr Iy bé mit mau bang Radcon # 7 v&i d¢ phu 1L/ 5m” ¢6 sur phdi hop cuia khach hang
thuc hién tai phong thir nghiém Trung tam K¥ thuat 3.
6.4 Miu duoc thtr dd khong thdm nude bé tong tir ngay 15/02/2003 dén 17/02/2003.
6.5 Thanh phan cép phdi cho 1m® hdn hgp bé tong theo dé nghi ctia khach hang la:
e Ximing poocling hon hop PCB 40 — Sao Mai
e Cat xay dung - Pdng Nai
e Da dam 1-2—- Hoa An

e Nudce sinh hoat.

e Chét chéng thdm Radcon # 7

Ximang, kg

Cat, kg ba, kg

Nude, L

490

880 1050

175

TRUGNG PTN. XAY DUNG

NGUYEN PUC PANG

A

I Cﬁ(i ket qua lh':'f nghiém ghi trong pl'fjéu my chi F:() gid trj d6i voi mu do khéch hang giri dén./ Test result are valid for the namely submitted sample(s) only.

2. Khong dun'c trich sao mt phin phi€u két qué thir nghigm nay néu khong ¢6 su déng ¥ ciia Trung Tam Ky Thuat 3. / This Test Report shall not be reproduced
except in full , without the writtén approval of Quatest 3.

3. Tén miu, tén khich hang dugc ghi theo yeu ciu clia noi giti mau. / Name of sample and client are reported as the client’s request.

SP2 (10/02)

MO03/1 - TTTNO9




QUATEST 3

4188X2XXX/1

PHIEU KET QUA THU NGHIEM &~
TEST REPORT

7. Két qua thir nghiém:

1€ VA T6702/2003

/02

Tén chi tiéu

Diéu kién thir nghiém

Két qua thir nghiém trén mau

Ap suit @ | Thoi gian Mau khong c6 Mau c6
MPa h Radcon # 7 Radcon # 7
1. Chiéu sau nudc tham vao 0,1 48 18 10
bé tong, mm | 0,3 24 %7 21
0,7 24 42 34
8. Nhan xét:

So sanh céc két qua thir nghiém cho céc mau bé tong d duge xir Iy Radcon #7 va mau bé tong khong
xu ly Radcon # 7 cho thdy mau béténg duge xtr ly Radcon # 7 da duge cai thién do chéng thdm so

véi cac mau bé tong khong duge xir Iy Radcon # 7.

Ghi cha: ' Mau ¢ niém phong va chit ky cta dai dién cac Don vi Tu vén Giam sat (Cong ty Thiét ké
Tu vén Xéy dung D&C), nha thiu Cienco 1, Pai dién nha cung cip Radcon # 7 Dai dién

Ddc quyen tai Viét Nam Indochina Centepro.
@ 1 MPa = 10,2 kG/em’

A

1./Ca

3

2. Khong duge trich sao mot phin phi€u két qua thir nghi¢m nay néu khong cé sy déng ¥ cia Trung Tam Ky Thuat 3.
This Test Report shall not be reproduced except in full , without the written approval of Quatest 3.
Tén miu, tén khich hang duoc ghi theo yéu ciu ciia noi giri miu. / Name of sample and client are reported as the client's request.

Cac két qua thir nghiém ghi trong phiéu nay chi ¢6 gia tri d6i véi mau do khach hang gui dén./ Test result are valid for the namely submitted sample(s) only
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" : N . o Head Office: 49 Pasteur, Q1,HCMC, Viétnam
TONG CUC TIEU CHUAN 0 LUONG CHAT LUONG Tel : (84-8)8204274 Fax: (84-8)829 3012

TRUNG TAMKY THUAT TIEU CHUAN DO LUGNG CHATLUQNG 3 Testing:Bien Hoa Industrial Zone1, Dong nal
Tel : (84-61)836212 Fax :(84-61) 836 298

ou ATE ST 3 DIRECTORATE FOR STANDARDS AND QUALITY E-mai : A e
QUALITY ASSURANCE & TESTING CENTRE 3 Website - WWW.quatestS:com:vn

4188X2XXX/2 PHIEU KET QUA THU NGHIEM 06/03/2003
TEST REPORT s S

I. Tén miu : CHAT CHONG THAM™
CONG TRINH: XAY DUNG CAU ONG LANH
HANG MUC: CHONG THAM MAT CAU
S6 lugng mau  : 02 (03 vién/ méu)
Ngay nhian mau : 17/12/2002
4. Noigdimdu  :TONG CONG TY XAY DUNG CONG TRINH GIAO THONG 1 —
CHI NHANH TP. HO CHi MINH
135 Nguyén Viin Piu, Q. Binh Thanh, TP. H Chi Minh
5. Phuong phép thu: ASTM D 4541 - 93
Pull-off Strength of Coating Using Portable Adhesion Tester
6. Diéu kién thir nghiém:
6.1 Thiét bi thir kéo loai DYNA Z 16, thang do 20/ 0,01 kN.— Hang PROCEQ - Thuy S¥.
6.2 Mau do Trung tdm Ky thudt 3 dac miu, bdo dudng va mau c6 kich thuée danh nghia
(200 x 200 x 120) mm. Dtc 2 nhém mau (1 nhém 3 vién ¢6 xtr ly chét chéng thim, 1 nhém
3 vién khong xir Iy chat chong thim), dé xéc dinh d6 bam dinh giita 16p bé tong ximing va bé
tong nhua.
6.3 Viée xir Iy be mit mau bing Radcon # 7 véi d¢ phu 1L/ 5m® c6 su phéi hop ciia khéch hang
va thuc hi¢n tai phong thir nghiém Trung tdm K¥ thuit 3.
6.4 Mu duogc thir d6 bam dinh tur ngay 15/02/2003 dén 06/03/2003.
6.5 Thanh phén cap phdi cho 1m® hdn hop bé téng theo dé nghj ctia khéch hang 1a:
e Ximing poocling hén hop PCB 40 — Sao Mai
e Cat xdy dung - Pdng Nai
e Da dam 1-2- Héa An
e Nudc sinh hoat.
e Chat chéng thim Radcon # 7
- MAu sau khi dtic dugc bao dudng trong nudce & nhiét d6 (27+2)°C trong thoi gian 7 ngay.
- V6t mau ra dé kho, lam sach bé mit mau:
- Sau d6 mau duoc dic thém mot 16p bé tong nhya hat vira , day 60 mm Ién trén bé mat mau
(miu c¢é Radcon # 7 va miu khong c6 Radcon # 7 ) da duge va 1am sach,miu & nhiét do
phong dé thir d6 bam dinh.
- Thanh phan hdn hop cua bé tdng ximing theo yéu ciu cua khach hang
Ximéng, kg Cat, kg ba, kg Nudec, L

! o

490 880 1050 175

TRUONG PTN. XAY DUNG

M

. " " A s
NGUYEN PUC PANG H VAN TRU

KINGIAM BOC
&IAM POC

1. Céc két qua thir nghiem ghi trong phi€u niy chi ¢6 gid tri ddi véi miu do khach hang gii dén./ Test result are valid for the namely submitted sample(s) only,

2. Khong duge trich sao mot phén phiéu két qué thir nghiem nay néu khong c6 su déng § clia Trung Tam Ky Thudt 3. / This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3. :

3. Teén méu, én khach hang duge ghi theo yéu ciu clia noi i miu. / Name of sample and client are reported as the client’s request.

SB2 (10/02) MO03/1 - TTTNOO9




| ~_ QUATEST3

4188X2XXX/2 PHIEU KET QUA THU NGHI
TEST REPORT

6.6 Thanh phﬁn dé ché tao bé tong nhua chat 20 mm duoc tron theo ty 1€ (

sau:
o C6t lidu (2dm D4, Cat, Bot khoang) : 94,9 %
e Nhua duong 15,1 %
e Thanh phan hat bé tong nhya : Xem Bang 1
C& hat, mm Luong lot qua sang, %
19,0 100,0
16,0 99,5
12,5 83,2
8,00 69,4
4,00 46,7
2,00 36,4
1,00 26,2
0,50 21,6
0,30 14,8
015 11,2
0,075 T
Dudi 0,075 0

7. Két qua thir nghiém do bam dinh gitra bé tong nhua va bé tong ximang:

Mau thir Luc kéo, N Cuong d6 bam dinh, | Cuodng dé bam dinh
: MPa trung binh, MPa

1. Méu c6 Radcon # 7

Vién 1 648 0,17

Vién 2 942 0,25 0,25

Vién 3 1256 0,33
2. Miu khong cé Radcon # 7

Vién 1 1060 0,26

Vién 2 1099 0,29 0,23

Vién 3 550 0,15

Ghi chi: " Mau cé niém phong va chit ky cta dai dién cic Don vi Tu van Giam sét (Cong ty Thiét ké
Tu van Xay dung D&C), nha thau Cienco 1, Pai di¢n nha cung cap Radcon # 7, Dai dién
Ddc quyén tai Viét Nam — Indochina Centepro.

@ | MPa = 10,2 kG/cm® M

1. Céc két qué thir nghiém ghi trong phigu nay chi c6 gia tri d6i véi mau do khach hang giri dén/ Test result are valid for the namely submitted sample(s) only.

2. Khong duge trich sao mot phin phifu két qué thir nghiém nay n€u khong c6 si ddng ¥ clia Trung Tam Ky Thuét 3. '
This Test Report shall not be reproduced except in full , without the written approval of Quatest 3.

3. Teén méu, tén khich hang duge ghi theo yéu cu clia noi glri miu. / Name of sample and client are reported as the client’s request.

SPb2 (10/02) MO3/2 - TTTNO9



TONG cuc TIEU CHUAN PO LUONG CHAT LUONG

TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHATLUQNG 3

QUATEST 3 auAuiry assumance & Tesina centae 3

Head Office: 49 Pasteur, Q1,HCMC, Viétnam
Tel : (84-8) 8294274 Fax:(84-8)829 3012
Testing: Bien Hoa Industrial Zone1, Dong nai
Tel : (84'-61)836 212 Fax :(B4-61) 836298
E-mail : testing@quatest3.com.vn

Website :

www.quatest3.com.vn

~ ~ 2 2 ~
R PHIEU KET QUA THU NGHIEM Tf;r{g‘gf?g?
TEST REPORT
1. Tén mu : RADCON #7
2. SO luong :01 ’ ’ :
3.Mota : khoang 400 mL chét l6ng trong su6t, chira trong chai nhua c6 déan niém phong
g trén nap.
4. Ngay nhén mau : 09/04/2003 ]
5. Noi goi mau : CONG TY PAU TU VA KINH DOANH

CONG TRINH GIAO THONG 565
BINH THANH - TP HO CHI MINH

6. Diéu kién thir nghiém : Mbi trudng phong thir nghiém: nhiét d6 (25 + 3)°C; d 4m (55 + 5)%
7. Thoi gian thir nghiém : 14/04/2003 - 21/04/2003

8. Két qua thir nghiém

Tén chi tiéu Phuong phép thir Két qué thir nghiém
1. Khdi lugng riéng (6 25°C), g/em’ Tham khao 1,214
ISO 2811-1 : 1997
2. pH ASTME 70 - 90 11,4
3. Ham luong chét khong bay hoi (tinh theo Tham khao
khéi luong), ' % ISO 1515 : 1973 27,9
4. D nhét Brookfield (méay do db nhét Tham khao
Bookfield RVF, & nhiét d6 25°C, kim s6 1) | ISO 2555 : 1989
e Tbc dd 20 rpm, mPa.s (cP) 12,5
5. Ham luong céc nguyén td: Tham khao
e Na, % APHA 3111B 3.9
e Si, % 8,3
e Fe mg/kg 15
e C(Cu, mg/kg 1.9
e Ni, mg/kg Nho hon 0,01
o 7n, mg/kg Nho hon 0,01

Ghi chii: PTN khong thir "diém bit chay nd" va "tinh dé bay hoi nhu khi" do khong r6 rang ndi dung va
khong c6 phuong phap thir twrong tmg

PT PTN HANG TIEU DUNG

o

NGUYEN PHUOC HAI

KT GIAM BOC

1. Chc két qué thir nghiém ghi trong phiéu nay chi c6 gia tri ddi v6i miu do khéch hing gl dén./ Test result are valid for the namely submitted sample(s) only.
2. Khong duye trich sao mot phin phidu két qua thir nghigm nay néu khong cé sy ddng y clia Trung Tam K§ Thuat 3. / This Test Report shall not be reproduced

except in full , without the written approval of Quatest 3.

3. Ten miu, tén khéch hang duge ghi theo yéu ciu clia noi gii mau. / Name of sample and client are reported as the client’s request.

SD2 (10/02)

M03/1 - TTTNO9



g
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Bé néng nghiép va PTNT Ministry of argriculture and rural development
. \t\Vién Khoa hoc thuy lgi MN Southem institute of water resources research

v//Phong Véat liéu xay dung Department of construction materials
. Co quan — Office : 2A Nguyén Biéu — Q5 — TP. HS Chi Minh. Tel : 8362823 — Fax : 8355028
2_6/4 NLXD TP. H8 Chi Minh, ngdy 25/4/2003
PHIEU KET QUA THI NGHIEM

THANH PHAN CAP PHOI BETONG

Coquanyéucdu: CONGTY TNHH KIM VIET
Yéu cdu : Thiét ké bé téng M420

I. CHAT LUONG VAT LIEU :

o Ximdng: Sao Mai PCB 40
o Cadt: Péng Nai Yox = 1.40 (T/m® , 7y, = 2.66 (T/m?
o DPdddam: HéaAn;cd (1x2)em  yo = 1.39(T/m%, v,= 272 (T/m°)

1. CAP PHOI BE TONG :

T e Cudng d6 nén

Lugng vat liéu trong 1 m® bé téng 4 Sy
. " (kG/ecm?®) Do chong
T Mac D6 sut thém 28 nad

yobe g £ - v am gay
Thiet Jod }51 Cat [:‘:; Nudc | Phu gia {em) R R B (kG/cm?)
mang - P 3 nga 28 nga
k Lit lit e g
(kg) (kg) (kg) (lit) (Lit)
1 M420 490 840 | 1030 | 210 0.0 12-14 327 432 BIO

Ghi chi: Sau khi dic mdu t6i thiéu 24 ngdy dung bua déo va ban chdi sdt tdy va bam
sach cdc bong réng va mang hé xi méng bdm trén hai mdt ddy cta cde mdu thit . Sdy khé , lam
sach va phun Radcon # 7 theo dinh muc 1 lit / 5 m?, sau 1 — 2 gid sd tay thdy khé tién hanh phun
nudc nhe, lién tuc trong 3 ngay dé Radcon # 7 thdm sdu vdo trong bé téng ( luu v phun dd dm ,
khéng dé nudc chdy ra ngodi. Thi nghiém cudng dé bé téng tudi 3 , 28 ngdy . Thi nghiém dé

chéng thdm sau 28 ngay.

V&en Klzoa hoc thiy loi mién Nam

Nguoi TK & thi nghiém Trudng phong < P, Vién trudng

_Z/z fffr'?/Z_ ,, W

KS. Trén Thi Thanh Th.S :Khuong Vén Hudn

TPEeTs ._7%&:1(7 YVan Huin




. B6 néng nghiép va PTNT Ministry of argriculture and rural development
Vién Khoa hoc thiy lgi MN Southem institute of water resources research

Phong Véat liéu xay dung Department of construction materials
Co quan - Office : 28 Nguyén Bidu - Q5 — TP. HS Chi Minh. Tel : 8362823 — Fax : 8355028

PHIEU KET QUA THI NGHIEM
THANH PHAN CAP PHOI BETONG

Coquanyéucdu: CONG TY TNHH KIM VIET
Yéu cdu : Thiét ké bé téng thit nghiém phu gia M420

I. CHAT LUONG VAT LIEU :

o Ximdng: Sao Mai PCB 40

o Cat: Déng Nai Yox = 1.40 (T/m®%, v, = 2.66 (T/m?
o DPaddm: HéaAn;cd (1x2)em vy, = 1.39 (T/m?) , Yo = 2.72 (T/m®)
o Phugia: Sikament NN - Lugng dung 1.2% so vdi trong luong xi mdng

II. CAP PHOI BE TONG :

5 Cudng d6 nén ;
PSR T 314 an
M Lugng vdt liéu trong 1 m® bé téng 56 sut (kG/em?) D6 ch éng
T iy ik . Y = tham 28 ngay
s ke me" Cat 1':::1 Nuéc | Phugia | (W) 5 o B (kG/cm?)
NI | (k) @) | (lit) 3mgay 28 ngay
(kg) _(kg)
1 M420 4390 880 | 1050 | 185 5.88 14-16 376 453 B12

Ghi chu: Sau khi dic mdu téi thiéu 24 ngay dung bua déo va ban chdi st tay va bam
sach cdc bong réng va mang hé xi méng bdm trén hai mét ddy clia cdc mdu thit . Sdy khd , lam
sach va phun Radcon # 7 theo dinh muc 1 lit /5 m?, sau 1 — 2 gid sd tay thdy khé tién hanh phun
nudc nhe, lién tuc trong 3 ngay dé Radcon # 7 thdm s&u vdo trong bé téng ( lIuu ¥ phun di dm ,
khéng dé nudc chdy ra ngoai. Thi nghiém cudng dé bé téng tudi 3 , 28 ngay . Thi nghiém dé
chéng thdm sau 28 ngay.

3 V:erz Khoa hoc thiy loi mién Nam

Nguoi TK & thi nghiém Trudng phong e Sia qudén trudng
W gqf\wwﬂ/ | = iHHOR HC
‘_-__—__.———-__—_-— \._i

KS. Trdn Thi Thanh Th.S :Khuong Vén Hudn

PGS.TS. ,_?e?xiny Van Huin




TONG CUC TIEU CHUAN DO LUONG CHAT LUONG
TRUNG TAMKY THUATTIEU CHUANDO LUONG CHATLUONG 3

Head Office: 49 Pasteur, Q1 HCMC, Viétnam
Tel : (84-8) 8294274 Fax:(84-8)8293012
Testing: Bien Hoa Industrial Zone1, Dong nai

DIRECTORATE FOR STANDARDS AND QUALITY

Tel : (84-61)836212 Fax :(84-61) 836298

u ATEST 3 E-mail : testing @quatest3.com.vn
QUALITY ASSURANCE & TESTING CENTRE 3 Wabsiie - www.quatest3.com.vn
~ ~ = ? ~
e PHIEU KET QUA THU NGHIEM Ry
TEST REPORT
1. Tén miu : RADCON #7 (MAU CON NIEM PHONG CUA TVGS TEN PHONG)
2. SO luong : 01 ’ : ; _
3. Mo ta : khoang 400 mL chat long trong sudt, chira trong chai nhua, trén nédp c6 dan

4. Ngay nhin miu
5. Noi goi miu

6. Diéu kién thir nghiém :

: 25/06/2003 -
: CONG TY CAU 3 THANG LONG - CHI NHANH MIEN NAM

niém phong va cé chir ky .

CAU NHI THIEN DUONG - TP HO CHi MINH
Mi truomg phong thir nghiém: nhiét do (25 + 3)°C; 46 4m (55 + 5)%

7. Thoi gian thir nghiém : 26/06/2003 - 04/07/2003

8. Két qua thir nghiém

Tén chi tiéu Phuong phap thir Két qua thir nghiém
1. Khéi luong riéng (& 25°C), g/cm3 Tham khao 1,210
ISO 2811-1 : 1997
2. pH ASTM E 70 - 90 11,4
3. Ham luong chét khong bay hoi (tinh theo Tham khao
khdi lugng), % ISO 1515 : 1973 27,6
4. D0 nhdt Brookfield (méay do do nhat Tham khao
Bookfield RVF, & nhiét d6 25°C, kim s 1) ISO 2555 : 1989
e Téc dd 20 rpm, mPa.s (cP) 125
5. Ham luong céc nguyén td: Tham khao
e Na, % APHA 3111B 3.8
e Sj, % 8,1
e Fe mg/kg 10,6
s Cu, mg/kg 1,8
e Ni, mg/kg 3.4
e 7n, mg/kg 0,1

Ghi chii: PTN khong thir "diém bit chay nd"
khong c6 phuong phap thir trong tng
PT PTN HANG TIEU DUNG

NGUYEN PHUOC HAI

va "tinh dé bay hoi nhu khi" do khong 16 rang ndi dung va

KT GIAM DOC

i ‘:‘l\

DPINH VAN TRU'

3

. Céc két qua thir nghigm ghi trong phi€u nay chi ¢6 gid tri d6i v&i méu do khach hang givi dén./ Test result are valid for the namely submitted sample(s) only.

. Khong dugc trich sao mdt phén phi€u két qua thir nghiém nay néu khong c6 sur ddng y ctia Trung Tam Ky Thudt 3. / This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3.

. Tén méu, tén khich hang duoce ghi theo yéu ciu ciia noi gii mau. / Name of sample and client are reported as the client’s request.

SB2 (10/02)

MO3/1 - TTTNO9



Head Office: 40 Pasleur, Q1 HCMGC, Viéglnam
TONC cuc ﬂfU CHUAN DO!.UON 3 CH: ” !UON(" Tel : (84-8) 8294274 Fax. (94-8) 8293012

TRUNG TAMKY THUATTIEU CHUAN DO LUGNG CHATLUQNG 3 Testing RicnlHoa Industial Zone , Dong nai
Tel : (34 61)836212 Fax :(84-61) 836298

QUATEST 3 DIRECTORATE FOR STANDAFRIDS AND QUALITY F-mail lestng@cualestd.com.vn
QUN ITY ASSURANCE & TF%‘HW‘ CENTRE 3 \;,g,;i.; . o

www.quatestd.com.vn

i PHIEU KET QUA THU NGHIEM a0l
TEST REPORT

1. Tén mAu : RADCON FORMULA #7 - TMI
(CO NIEM PHONG TAI HIEN TRUONG, CO CHU KY TVGS LAl PHI
HUNG)

2. 86 lugng : 01

3. Mo ta : khoang 250 mL chit 1ong trong sudt, chira trong chai nhya cé dén niém phong
trén nép.

4. Ngay nhan miu : 08/08/2003

5. Noi goi mau . TONG CONG TY XAY DU ‘NG CONG TRINH GIAO THONG 1

CONG TRINH CAU THU BQ, CAN GIUQC - LONG AN
6. Diéu kién thir nghiém : Mdi trudng phong thir nghi¢m: nhiét df (25 + 3)°C; do Am (55+5)%
7. Thoi gian thir nghiém : 08/08/2003- 14/08/2003
8. Két qua thir nghiém

Tén chi tiéu - Phuong phap thir K&t qua thir nghiém
1. Khdi lugng riéng (& 25°C), g/cm’ Tham khao 1,210
ISO 2811-1: 1997 ‘
2. pH ASTME 70 - 90 11,6
3. Ham lugng chit khong bay hm (tinh theo Tham khao
khéi luong), % ISO 1515 : 1973 28,0
4. Do nhét Brookfield (may do do nhdt Tham khao
Bookfield RVF, & nhiét d 25°C, kim sb6 1) ISO 2555 : 1989
e Tbc dd 20 rpm, mPa.s (cP) 10,0
5. Ham lugng cac nguyén to: Tham khao
e Na, % APHA 3111B 38
L Si, % 8,0
e Fe mg/kg 9,1
e Cu, . mg/kg 2.3
e Nij, mg/kg 6,1
e 7n, mg/kg 51 1,1
HONG CONG CHUNG S
PT PTN HANG TIEU DUIFx;mAM PHO HO CHI MINH KT GIAM POC
CHUNG NHAN BAN SAO NAY BLAKE BOE

HUNG BAN CHINH

1. Chc ket qud thir nghigm ghi lltll'lL ‘
2. Khog dirge trfch sao mot phin phiu k

MA-NH Guonﬁkn ! Test resulr are vefi th Uty 1 I’H'(.l') oy, 1
h(\n!_ co sy dong § cta Imng Tam Ky Thud ”:THU”’L- al HI eproduced ‘
exeept in full [ withont the written approve ﬁri'r’\r:k

3. °Ton miu. ten khich bimg dinge ghi theo yeu cdu e pin miu. / Name of i F (e I« Iu Wi pripitte; Ters .'.'lr client’s requiest.

. A e e it e e | i e e BT 5+ b

SD2 (1/02) ‘: ; : : MY - TTTNOG



/ B Head Office: 49 Pasteur, @1, HCMC, Viétnam

TONG CUC TIEU CHUAN BQ LUONG CHAT LUONG Tel : (84-8)8204274 Fax: (84-8)829 3012

TRUNG TAM KY THUAT TIEU CHUAN DO LUONG CHAT LUGNG 3 Testing: Bien Hoa Industrial Zone1, Dong nai

uu ATEST 3 DIRECTORATE FOR STANDARDS AND QUALITY. AN (BT RISUARR. 5003 TR L 8
QUALITY ASSURANCE & TESTING CENTRE 3 i i Y

ebsite : www.quatest3.com.vn

0629X3XXX/1 PHIEU KET QUA THU NGHIEM 09/09/2003
TEST REPORT e

1. Tén maiu ; CI;IAT CHpNG THAM® )
) CONG TRINH: CAU CHANH HUNG
S6 lwong mau  : 01(01 lit)

Ngay nhan mau : 25/07/2003

Noigéimiu  : CHI NHANH TP. HO CHI MINH - CONG TY CAU 12
Phuong phap thi: DIN 1048

Piéu kién thir nghiém:

o W b

6.1 May thir 46 khong thdm nudc cua bé tong loai 55 — C0245 — hang Controls — Y, tao ap luc nudce
thir nghiém dén 11 MPa.
6.2 Méu do Trung tim K§ thudt 3 duc mau vao ngay 29/07/2003, bao dudng va méu c6 kich thudce
danh nghia (200 x 200 x 120) mm.
6.3 Viéc xir Iy bé mit miu bang Radcon # 7 véi ¢ pha 1L/ 5m? ¢4 su phdi hop cia khach hang
thue hién tai phong thir nghiém Trung tdm K§ thudt 3 vao ngay 05/08/2003.
6.4 Miu duoc thir d6 khong thim nudc bé tong tir ngay 26/08/2003 dén 04/09/2003.
6.5 Thanh phan cép phdi cho 1m’ hdn hop bé tong theo de nghi ciia khach hang la:
e Ximing poocling hdn hgp PCB 40 — Sao Mai
e Cat xdy dung - Dong Nai -
¢ D4 dim 1-2- Hoa An
¢ Nudc sinh hoat.
e Chét chdng tham Radcon # 7

Ximing, kg Cat, kg ba, kg Nudc, L

490 880 1050 175

TRUGNG PTN. XAY DUNG (hatl-

M

NGUYEN PUC PANG

1. Cic két qua thirnghigm ghi trong phigu nay chi c6 gié tri ddi voi miu do khich hang gl dén./ Test result are valid for the namely submitted sample(s) only.

2. Khong duoe trich sao mot phin phicu két qua thir nghi¢m nay néu khong c6 sy dbng y ctia Trung Tam Ky Thuét 3. / This Test Report shall not be r{'pradt;c'ed
except in full , without the written approval of Quatest 3.

3. Tén miu, tén khach hang duge ghi theo yéu chu ciia noi giri miu. / Name of sample and client are reported as the client’s request.

Sb2 (10/02) J MO03/1 - TTTNO9



| QUATEST 3

06203xxx/1  PHIEU KET QUA THU NGHIEM
TEST REPORT

09/09/2003
Trang 02/02

7. Két qua thir nghiéirn:

Tén chi tiéu Piéu kién thir nghiém Két qua thulnghm\n W
Pivs raat
Apsuat @ | Thoigian | MAukhéngcd | Mauco
MPa h Radcon # 7 Radcon # 7
1. Chiéu siu nuéc thim vao 0,1 48 20 15
bé tong, mm 0,3 24 37 26
0,7 24 45 32

8. Nhén xét:

So sanh cac két qua thir nghlem cho cac mau bé tong di duoc xir Iy Radcon #7 va mau bé tong khong
xir Iy Radcon # 7 cho thiy miu betong duoc xit Iy Radcon # 7 d3 duoc cai thién d¢ chong tham so
v6i cac mau bé tong khdng duoc xir Iy Radcon # 7.

Ghi chi: ”Mau c6 niém phong va chit ky ctia dai dién cac Pon vi Tu van Giam sat Luong Van Cudng.

@ 1 MPa = 10,2 kG/cm®

1. Céc két qua thir nghigm ghi trong phiéu nay chi ¢ gia tri d6i voi méiu do khich hang gt dén/ Test result are valid for the namely submitted sample(s) only.
2. Khong duge trich sao mot phin phiéu két qua thir nghiém nay néu khong cé swdéng y ctia Trung Tam Ky Thuat 3.

This Test Report shall not be reproduced except in full , without the written approval of Quatest 3.
3.* Ten miu. tén khach hing duoe ghi theo yéu clu chia noi gii miu. / Name of sample and client are reported as the client’s request.

SP2 (10/02)

MO03/2 - TTTNO9




X " B Head Office: 49 Pasteur, @1,HCMC, Vidtnam
TONG CUC TIEU CHUAN PO LUONG CHAT LUONG Tel : (84-8) 8204274 Fax:(84-8)829 3012

TRUNGTAMK?THUAT“EUCHUANDOLU@NGCHATLUQNG3 Testing: Bien Hoa Industrial Zone1, Dong nai
Tel : (84-61)836212 Fax :(B4-61)836298

0“ A‘I‘ES‘I‘ 3 DIRECTORATE FOR STANDARDS AND QUALITY iy LN e
QUALITY ASSURANCE & TESTING CENTRE 3 bk - - wﬁd.guate;s‘m;;ﬁm
~ ~ 2 2 ~
0629X3XXX/2 PHIEU KET QUA THU NGHIEM 09/09/2003
Trang 01/02
TEST REPORT 5

1. Ténmiu : CHAT CHONG THAM"
' y CONG TRINH: CAU CHANH HUNG
SO lwgng mau  : 01(01 lit)

Ngay nhan mau : 25/07/2003

Noigdimiu  : CHI NHANH TP. HO CHI MINH - CONG TY CAU 12
Phuong phap thi: ASTM D 4541 - 93
Pull-off Strength of Coating Using Portable Adhesion Tester
6. Diéu kién thir nghiém:
6.1 Thiét bi thir kéo loai DYNA Z 16, thang do 20/ 0,01 kN.— Hang PROCEQ - Thuy S¥.
6.2 Mau do Trung tdm K§ thuét 3 dac mAu vao ngay 29/07/2003, bao dudng va mau c6 kich thudc
danh nghia (200 x 200 x 120) mm. Dtc 2 nhém mau (1 nhém 3 vién c6 xir Iy chat chng tham,
1 nhém 3 vién khong xir Iy chét chéng thim), dé xac dinh d6 bam dinh giira 16p bé tong
ximédng va bé tong nhyra.
6.3 Viéc xir Iy bé mit mAu bing Radcon # 7 véi d6 phii 1L/ Sm” c6 sw phéi hop cia khach hang
va thuc hién tai phong thir nghiém Trung tdm Ky thuét 3 vao ngay 05/08/2003.
6.4 Méu duoc thir 6 bam dinh ngay 26/08/2003.
6.5 Thanh phén cép phdi cho 1m® hén hop bé tong theo dé nghi cua khach hang la:
e Ximing poocling hon hgp PCB 40 — Sao Mai
e Cat xdy dung - Pong Nai
e Da dim 1-2- Héa An
e Nudc sinh hoat.
e Chit chong tham Radcon # 7
- MAu sau khi dtic dugc bao dudng trong nude & nhiét dd (27+2)°C trong thoi gian 7 ngay.
- V6t miu ra dé kho, 1am sach bé mit mau:
- Sau d6 miu duoc dic thém mot 16p bé tong nhya hat vira , day 60 mm lén trén bé mit miu
(mu c6 Radcon # 7 va miu khéng c6 Radcon # 7 ) da duoc va lam sach,miu & nhiét d6
phong dé thir 6 bam dinh.

LAl ol A

- Thanh phin hn hop ciia bé tong ximing theo yéu cau ciia khach han
Ximang, kg Cat, kg ba, kg Nudc, L
490 880 1050 175

TRUGNG PTN. XAY DUNGUkatl -

NGUYEN PUC PANG

1. Céc ket qua thir nghiém ghi trong phiéu nay chi c6 gid trj d6i véi miu do khich hang gini dén./ Test result are valid for the namely submitted sample(s) only.

2. Khong duge trich sao mot phin phi€u két qua thir nghi¢m nay néu khong ¢6 sy ddng ¥ ctia Trung Tam Ky Thuat 3./ This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3.

3. Teén mau, tén khach hang dwc ghi theo yéu ciu clia noi gl méu. / Name of sample and client are reported as the client's request.

SB2 (10/02) . MO03/1 - TTTNO9



QUATEST 3

0629X3XXX/2

PHIEU KET QUA THU NGHIEM
TEST REPORT

09/09/2003
Trang 02/02

sau:
o Cot liéu (2dm P4, Cat, Bot khoang) : 94,9 %
e Nhua duong :5,1%
e Thanh phan hat bé tong nhua : Xem Bang 1
Cd hat, mm Lugng lot qua sang, Lo s a7
19,0 1000
16,0 99,5
12,5 83,2
8,00 69,4
4,00 46,7
2,00 36,4
1,00 26,2
0,50 21,6
0,30 14,8
0,15 11,2
0,075 7,2
Dudi 0,075 0
7. Két qua thir nghiém d6 bam dinh giita bé tong nhva va bé tdng ximing;
Mau thir Luc kéo, N Cuong d6 bam dinh, | Cudng d6 bam dinh
MPa trung binh, MPa
1. Mau c6 Radcon # 7
Vién 1 1746 0,46
Vién 2 1413 0,37 0,39
Vién 3 1492 0,39
2. Mau khong c6 Radcon # 7
Vién 1 1256 0,33
Vién 2 1197 0,32 0,33
Vién 3 1511 0,40

Ghi chii: " M3au c6 niém phong va chir ky cta dai dién cac Pon vi Tu vin Giam sat Luong Van Cuong

@ 1 MPa = 10,2 kG/cm?

AT

winely submitted sample(s) only.

V03,2 I'TTNO9



Head Office: 49 Pasteur, Q1,HCMC, Viétnam
TONG CcUC TIEU CHUAN 0 LUONG CHATLUONG Tel : (84-8)8294274 Fax:(84-8)8293012

TRUNG TAMKY THUAT TIEU CHUANDOLUGNG CHATLUQNG 3 Testing: Bien Hoa Industrial Zone1, Dong nai
Tel : (84-61)836212 Fax :(84-61)836298

0“ ATEST 3 DIRECTORATE FOR STANDARDS AND QUALITY E-mail - testing @quatesta.nomn
QUAL'TY ASSUHANCE & TEST'NG CENTRE 3 Website : www,quatestS_com_vn
435C3XXX = = A ¥ = 13/11/2003
s PHIEU KET QUA THU NGHIEM Trang 01/ 01
TEST REPORT

1. Tén mau : RADCON FORMULA #7 -TM
(CO NIEM PHONG TAI HIEN TRUONG, CO CHU KY TVGS PANG
HU'U PHUGC)

2. S6 lugng : 01

3.Mota : khoang 250 mL chit long trong sudt, chira trong chai nhva ¢6 dén niém phong
trén nap.

4. Ngay nhén mau : 31/10/2003

5. Noi goi mau : TONG CONG TY XAY DUNG CONG TRINH GIAO THONG 1

CONG TRINH CAU TAN AN, THI XA TAN AN - LONG AN
6. Diu kién thir nghiém : Méi trudng phong thir nghiém: nhiét do (25 + 3)°C; d6 4m (55 £ 5)%
7. Thoi gian thir nghiém : 03/11/2003 - 13/11/2003
8. Két qua thir nghiém :

Tén chi tiéu Phwong phép thir Két qua thir nghiém
1. Khdi luong riéng (& 25°C), g/em’ Tham khao 1,205
ISO 2811-1: 1997
2. pH ASTME 70 - 90 11,6
3. Ham luong chit khong bay hoi (tlnh theo Tham khao
khéi lugng), % ISO 1515 : 1973 28,2
4. PO nhét Brookfield (méay do d nhét - Tham khao
Bookﬁeld RVF, & nhiét d6 25°C, kim s6 1) ISO 2555 : 1989
e Tbc d6 20 rpm, mPa.s (cP) 10,0
5. Ham luong céc nguyén tb: Tham khao
e Na, % APHA 3111B 4,0
o Si, % 8,1
e Fe mg/kg 9.4
e Cu, mg/kg 1,8
e Ni, mg/kg 2,8
e 7n, mg/kg 1,0
PT PTN HANG TIEU DUNG =T -GIAM POC

7SPHO GIAM POC
/g/ TRUNG TAM N3

% KK/\“MU” rEJCAH,.

NGUYEN PHUGC HAI “PINH VAN TR

1. Cac két qua thir nghi¢m ghi trong phi€u naty chi c6 gié tri d6i véi miu do khéch hang g dén./ Test result are valid for the namely submitted sample(s) only.

2. Khong duge trich sao mot phén phiéu két qué thir nghi¢m nay néu khong c6 su ddng ¥ ctia Trung Tam Ky Thudt 3. / This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3.

3. Tén miuy, tén khach hang dugc ghi theo yéu clu ciia noi giri miu. / Name of sample and client are repor rted as the client’s re qliest

SP2 (10/02) MO03/1 - TTTNO9




2 3 2 7 p Head Office: 49 Pasteur. Q1 HCMC, Viétnam
TONG CUC TIEU CHUAN £Q LUONG CHAT LUONG Tel © (848) 829 4274 Fax : (ge8Y'829 3012

TRUNG TAMKY THUAT TIEU CHUAN PO LUONG CHAT LUONG 3 Tesliﬁg:? Road 1, Bien Hoa Industrial Zone1, Dong nai
DIRECTORATE FOR STANDARDS AND QUALITY Tel  (8461) 836 212 Fax : (84-61) 836 298
QUALITY ASSURANCE & TESTING CENTRE 3 e R cam

Website : www . quatestd.com.vn

QUATEST 3

[67THD4 i T 5 - 2610512604
PHIEU KET QUA THU NGHIEM Trang 01/ 01
TEST REPORT
1. Tén mau : RADCON FORMULA #7 - TM1 2
, (CO CHU KY TVGS BUI QUOC QUAN)
2. So luong : 01 : ; :
3.Mé ta : khoang 250 mL chat l6ng trong suot, chira trong chai nhua ¢6 dan niém phong
trén nap.
4. Ngay nhin mau : 17/05/2004

: CONG TY CONG TRINH GIAO THONG 60 - CONG TRINH CAU
RACH DiA, Q7 - TP HO CHI MINH
20 TRAN HUNG PAO B, Q. 5- TP HO CHi MINH

6. Diéu kién thir nghiém : Méi truong phong thir nghiém: nhiét d (25  3)°C; d6 dm (55 + 5)%

7. Thoi gian thir nghiém : 20/05/2004 - 26/05/2004

3. Két qua thir nghiém

5. Noi goi mau

Tén chi tiéu Phuong phap thir Két qua thir nghiém
1. Khoi luong riéng (& 25°C), g/em’ Tham khao 1,202
ISO 2811-1: 1997
2. pH ASTME 70 - 90 11,6
. Ham lugng chat khong bay hoi (tinh theo Tham khao
khdi Tugng), | % ISO 1515: 1973 27,2
. D& nhét Brookfield (mdy do do nhat : Tham khao
Bookfield RVF, & nhiét 9 25°C, kims6 1) | ISO 2555 : 1989
o Tbc dd 20 rpm, mPa.s (cP) 10,0
. Ham luong céc nguyén tb: Tham khao
e Na, % APHA 3111B 3,8
e Si, e 7,7
o Fe mg/kg 13,9
e Cu, mg/kg g nho hon 0,1
e Ni, mg/kg = nho hon 0,3
e Zn, mg/kg g 1,51
PT PTN HANG TIEU DUNG A
/
NGUYEN PHUOC HAI

1. Cic két qui thir nghiém ghi trong phiéu nay chi co gi tri d6i vai miu do khach hang gin dén./ Test result are valid for the namely submitted sample(s) only.

2. Khong duvc trich sao mot phén phi€u két qua thir nghiém nay néu khong c6 surddng ¥ cta Trung Tam Ky Thudt 3. / This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3.

3. Tén mdu, tén khich hang duge ghi theo yéu cdu ciia noi gin miu. / Name of sample and client are reported as the client’s request.

Sb2 (10/02) MO03/1 - TTTNO9



QUATEST 3

TONG CUC TIEU CHUAN DQ LUONG CHAT LUQONG
TRUNG TAM KY THUAT TIEU CHUAN DO LUONG CHAT LUQONG 3

DIRECTORATE FOR STANDARDS AND QUALITY Tel :

Head Office: 49 Pasteur, Q1 HCMC, Viétnam
Tel : (B4-8) 829 4274  Fax : (84-8) 829 3012
Testing: 7'Road 1, Bien Hoa Industrial Zonet, Dong nai
(84-61) 836 212  Fax : (84-61) 836 298

QUALITY ASSURANCE & TESTING CENTRE 3 fv'g“bj:m: 1 ‘eil‘xii‘i“j‘;i‘iﬁsm
~ o~ b 2 ~
1785HDA4 PHIEU KET QUA THU NGHIEM e
TEST REPORT
1. Tén miu : RADCON FORMULA #7

. Ngay nhén mau
. Noi goi mau

6. Pidu kién thir nghiém : Méi trudng phong thir nghiém: nhiét 46 (25 + 3)°C; do a 4m (55 = 5)%
7. Thoi gian thir nghiém : 26/05/2004 - 02/06/2004

8. Két qua thir nghiém

: 01
: khoang 250 mL chét long trong subt, chita trong chai nhua ¢é dan niém phong

: 26/05/2004 : ; e
: TONG CONG TY XAY DUNG CTGT 1 - CONG TRINH CAU TAY PH

(MAU CO NIEM PHONG VA CHU KY TVGS NGUYEN CHi THANH,
C. TY XDCTGT1 NGUYEN VAN PANG VA C. TY KIM VIET
NGUYEN QUOC TUY)

trén nap.

LUONG
623 PUONG LA THANH, BA PiNH - HA NOI

Tén chi tiéu Phuong phép thi K&t qua thir nghiém
1. Khdi lugng riéng (& 25°C), g/em’ Tham khao 1,201
ISO 2811-1: 1997
2. pH ASTME 70 - 90 11,4
3. Ham luong chit khong bay hoi (tmh theo Tham khao
khdi lugng), % ISO 1515 : 1973 26,8
4. PO nhét Brookfield (may do d§ nhét Tham khao
Bookﬁeld RVF, & nhiét d6 25°C, kim s6 1) ISO 2555 : 1989
e Téc d6 20 rpm, mPa.s (cP) 10,0
5. Ham lugng cac nguyén t: Tham khao
e Na, % APHA 3111B 2,9
o Si, % 8,6
s Fe mg/kg 10,0
e Cu, mg/kg 2,9
e Ni, mg/kg 2.5
o 7n, mg/kg 2,3
PT PTN HANG TIEU DUNG

H

NGUYEN PHUGC HAI

3

Céc két qua thir nghiém ghi trong phiéu nay chi ¢6 gid tri doi véi min do khich hang giri dén./ Test result are valid for the namely submitted sample(s) only.
Khong dugc trich sao mot phdn phiéu két qua thir nghi¢m nay néu khong c6 sy déng ¥ ciia Trung Tam Ky Thudt 3. / This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3.

Tén méu, t&n khich hang duge ghi theo yéu ciu ctia noi giri mau. / Name of sample and client are reported as the client’s request.

Sb2 (10/02)

MO03/1 - TTTNO9



TONG CUC TIEU CHUAN BQ LUONG CHAT LUONG
TRUNG TAMKY THUAT TIEU CHUAN PO LUONG CHAT LUQONG 3

0“ A'I'E S'I' 3 DIRECTORATE FOR STANDARDS AND QUALITY
QUALITY ASSURANCE & TESTING CENTRE 3

Head Office: 49 Pasteur, Q1,HCMC, Viétnam
Tel : (84-8) 829 4274  Fax : (84-8) 829 3012
Testing: 7 Road 1, Bien Hoa Industrial Zone1, Dong nai
Tel : (84-61) 836 212 Fax : (B4-61) 836 298
E-mail : testing@quatest3.com.vn
Website : www.quatest3.com.vn

il PHIEU KET QUA THU NGHIEM i
TEST REPORT

Trang 01/01

1. Tén mau

2. S6 luong mau

3. Ngay nhén miu

4. Thoi gian thir nghiém
5. Noi giri mau

6. Két qua thir nghiém

: RADCON # 7

- Miu con nguyén niém phong c6 chir ky cua Ngé Quang Huy,
Nguyén Trtm’ng Son va Nguyén Quéc Tiy.

- Cong trinh: Ciu Vin Phu, Yén Bai

: 01 (250 mL)

: 15/09/2004

: 16/09/2004 - 23/09/2004

: CONG TY XAY DUNG CONG TRINH GIAO THONG 134
17 NGO 575, KIM MA - NGOC KHANH, BA PINH, HA NOI

Tén chi tiéu Phuong phap thir Két qua thir nghiém

6.1. Ty trong & 25 °C DDVNIII (PL - 97) 1,2096

6.2. B6 pH DDVN III (PL - 92) 11,6

6.3. o nhét & 25 °C, mPa.s (cP) (A) 10

6.4. Ham luong chét khéong bay hoi, %| DBVNII (PL - 98) 27,8

6.5. Ham luong natri (Na), % Tham khao 3,8
AOAC 2002 (965.09)

6.6. Ham lugng silic (Si), % TCVN 141 : 1998 8,1

6.7. Ham lugng sét (Fe), mg/kg Tham khao 12,8
AOAC 2002 (965.09)

6.8. Ham lugng ddng (Cu), mg/kg Tham khao 2,1
AOAC 2002 (965.09)

6.9. Ham lugng niken (Ni), mg/kg Tham khao 4,5
AOAC 2002 (965.09)

TRUONG PTN HOA

t/-
TRAN THI MY HIEN

Ghi chi: (A): Nhét ké RVF Broofield - Kim s6 1 - Vén tdc 20 vong/ phut

KT GIAM POC

AM POC

1. Céc két qua thir nghiém ghi trong phidu nay chi c6 gia tri d6i véi miu do khach hang giri dén./ Test result are valid for the namely submitted sample(s) only.

2. Khong dirge trich sao mot phén phi€u két qua thir nghiém nay néu khong co sy déng y ciia Trung Tam Ky Thuat 3. / This Test Report shall not be reproduced
except in full , without the written approval of Quatest 3.

3. Tén miu, tén khach hang duge ghi theo yéu cu ctia noi gii mau. / Name of sample and client are reported as the client's request.

SDB2 (10/02)

MO03/1 - TTTNO9




BO NONG NGHIEP VA PINT MINISTRY OF AGRICULTURE AND RURAL DEVELOPMENT
VIEN KHOA HQC THUY LOI MIEN NAM  SOUTHERN INSTITUTE OF WATER RESOURCES RESEARCH

/  PHONG VAT LIEU XAY DUNG DEPARTMENT OF CONSTRUCTION MATERIALS
CO QUAN OFFICE : 2A Nguy&nBifu - Q5 - T.p H3 Chi Minh . Tel : 8362823 DD : 090320530

s&: 1ST4444...,VLXD Tp. HS Chi Minh, ngay 15/ 04/2005

XD\

PHIEU KET QUA THI NGHIE LAS1V
( DO CHONG THAM CUA BE TONG TCVN 3116 — 1993 > 4

Coquangiiméu: TRUNG TAM XU LY KY THUAT CONG TRINH PONG DUCONG
Yéu cdu : Thi nghiém d6 chéng thdm cia sdn phdm Radcon # 7
Tiéu chudn thi nghiém : TCVN 3116 - 1993

QUI TRINH SU DUNG SAN PHAM RADCON # 7

Mé&u bé téng dé duoc diic xong di 28 ngay tudi, d& khé va lam sach béng chéi cude
st , tién hanh phun Radcon # 7 theo dinh muic 1 lit/ 5m? ,sau khodng 1 gid khd mdt
1iép tuc bdo duéng mdu béng cdch phun nhe nudc 1én cdc méu. Viéc bdo duéng
dién ra trong vong 3 ngdy . Sau dé tién hanh thi nghiém chéng thdm

A 2 ’ P
KET QUA THI NGHIEM
TT Ki hiéu méu D6 chéng thdm
(kG/cm?)
1 | M&u khéng phu gia B2
2 | M&u phun phu gia Radcon # 7 B6

Vién ﬂocr hoc Ti huy loi mién Nam
Ngudi thi nghiém P. Trudng phong Aa F 'Vién Trudng Hl}l

KS. Nguyén Thi Lan Th.S : V6 Thi Thanh Nga ‘-,%fm-ff’ .

| N {77 zf ; FUc J /;

Cdc két qud thi nghiém chi cé gid trj dé] voi mdu thi



